APE

best for you

LOFT BLANCO 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015963 10X30 8,20 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT GRIS 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A016090 10X30 8,30 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT PLATA 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015966 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or
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administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT NEGRO 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015975 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES

Water absorption capacity EN ISO 10545-03 >10%

Flexion resistance EN ISO 10545-04 => 23 N/mm?

Thermal shock resistance EN ISO 10545-09 It stands the test

Cracking resistance EN ISO 10545-11 It stands the test

Frost resistance EN ISO 10545-12 Not pass the test

CHEMICAL PROPERTIES

Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

apeguoo

administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.




APE

best for you

LOFT MARFIL 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A016159 10X30 8,20 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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best for you

LOFT CREMA 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015964 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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best for you

LOFT LATE 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015968 10X30 8,20 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.

$
K
K

E
oS!

apeguoo

SGS



APE

best for you

LOFT CHOCO 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015973 10X30 7,60 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
& 0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or
administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT OASIS 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015982 10X30 8,20 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT HIERBA 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A016160 10X30 8,10 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or
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administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT SAGE 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A022364 10X30 8,20 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or
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administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT PETROLEO 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A016165 10X30 8,30 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
& 0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or
administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT PISCINA 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015979 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT TURQUESA 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A016161 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES

Water absorption capacity EN ISO 10545-03 >10%

Flexion resistance EN ISO 10545-04 => 23 N/mm?

Thermal shock resistance EN ISO 10545-09 It stands the test

Cracking resistance EN ISO 10545-11 It stands the test

Frost resistance EN ISO 10545-12 Not pass the test

CHEMICAL PROPERTIES

Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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best for you

LOFT LAVANDA 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015977 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT LUNA 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015983 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT COBALTO 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A016162 10X30 7,40 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT ROSA 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015967 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT FLAMINGO 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A016164 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT VIOLA 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015978 10X30 8,20 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or
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administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT PURPLE 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A016163 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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best for you

LOFT ROJO 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015984 10X30 7,60 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT GRANATE 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015974 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES

Water absorption capacity EN ISO 10545-03 >10%

Flexion resistance EN ISO 10545-04 => 23 N/mm?

Thermal shock resistance EN ISO 10545-09 It stands the test

Cracking resistance EN ISO 10545-11 It stands the test

Frost resistance EN ISO 10545-12 Not pass the test

CHEMICAL PROPERTIES

Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

™
7 @ This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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APE

best for you

LOFT SOL 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A016091 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

ST,
0 This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or

SGS administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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best for you

LOFT NARANJA 10X30

REFERENCE SIZE (cm) THICKNESS (mm)  GROUP

A015970 10X30 8,00 REVESTI

DIMENSIONS AND SURFACE PROPERTIES

Size, thickness, side straightness, flatness, orthogonality UNE-EN 14411 It accomplished all requeriments
PHYSICAL PROPERTIES
Water absorption capacity EN ISO 10545-03 >10%
Flexion resistance EN ISO 10545-04 => 23 N/mm?
Thermal shock resistance EN ISO 10545-09 It stands the test
Cracking resistance EN ISO 10545-11 It stands the test
Frost resistance EN ISO 10545-12 Not pass the test
CHEMICAL PROPERTIES
Resistance to acids EN ISO 10545-13 GLA
Resistance to alcalis EN ISO 10545-13 GLA
Resistance to cleaning products EN ISO 10545-13 GA
Resistance to chemical products in swimming pool water EN ISO 10545-13 GA
Stains resistance EN ISO 10545-14 5

This document is commercial, with an informative nature relative to tested pieces. It cannot be used in legal or
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administrative proceedings, nor as an expert opinion or documentary proof. Images are not contractual.
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